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11.3.1.2 Calculate the weight fraction of
the volatile matter (Wv) for each analysis as
shown in Section 12.3.

11.3.1.3 Run duplicate analyses until the
difference between the two values in a set is
less than or equal to the intra-laboratory
precision statement in Section 13.1.

11.3.1.4 Record the arithmetic average
(Wv).

11.3.2 Water Content. For waterborne
coatings only, determine the weight fraction
of water (Ww) using either ASTM D 3792 or
ASTM D 4017.

11.3.2.1 Run duplicate analyses until the
difference between the two values in a set is
less than or equal to the intra-laboratory
precision statement in Section 13.1.

11.3.2.2 Record the arithmetic average
(ww).

11.3.3 Coating Density. Determine the
density (Dc, kg/l) of the surface coating
using the procedure in ASTM D 1475.

11.3.3.1 Run duplicate analyses until each
value in a set deviates from the mean of the
set by no more than the intra-laboratory
precision statement in Section 13.1.

11.3.3.2 Record the arithmetic average
(Dc).

11.3.4 Solids Content. Determine the vol-
ume fraction (Vs) solids of the coating by
calculation using the manufacturer’s formu-
lation.

11.3.5 Exempt Solvent Content. Determine
the weight fraction of exempt solvents (WE)
by using ASTM Method D4457. Run a dupli-
cate set of determinations and record the
arithmetic average (WE).

11.4 Sample Analysis Criteria. For Wv and
Ww, run duplicate analyses until the dif-
ference between the two values in a set is
less than or equal to the intra-laboratory
precision statement for that parameter. For
Dc, run duplicate analyses until each value
in a set deviates from the mean of the set by
no more than the intra-laboratory precision
statement. If, after several attempts, it is
concluded that the ASTM procedures cannot
be used for the specific coating with the es-
tablished intra-laboratory precision (exclud-
ing UV radiation-cured coatings), the U.S.
Environmental Protection Agency (EPA)
will assume responsibility for providing the
necessary procedures for revising the method
or precision statements upon written request
to: Director, Emissions, Monitoring, and
Analysis Division, MD–14, Office of Air Qual-
ity Planning and Standards, U.S. Environ-
mental Protection Agency, Research Tri-
angle Park, NC 27711.

12.0 Calculations and Data Analysis

12.1 Nomenclature.

A = Area of substrate, cm2, (in2).
C = Amount of coating or ink added to the

substrate, g.
Dc = Density of coating or ink, g/cm3 (g/in3).

F = Manufacturer’s recommended film thick-
ness, cm (in).

Wo = Weight fraction of nonaqueous volatile
matter, g/g.

Ws = Weight fraction of solids, g/g.
Wv = Weight fraction of the volatile matter,

g/g.
Ww = Weight fraction of the water, g/g.

12.2 To determine if a coating or ink can
be classified as a thin-film UV cured coating
or ink, use the following equation:

C F Eq= A D  24-1c .
12.3 Calculate Wv for each analysis as

shown below:

W
W W

W
Eqv = −1 2

3

.  24-2

12.4 Nonaqueous Volatile Matter.
12.4.1 Solvent-borne Coatings.

W W Eqo = v  24-3.
12.4.2 Waterborne Coatings.

W W W Eqo w= −v  24-4.
12.4.3 Coatings Containing Exempt Sol-

vents.

W W W W Eqo E w= − −v  24-5.
12.5 Weight Fraction Solids.

W W Eqs = −1 v  24-6.
12.6 Confidence Limit Calculations for

Waterborne Coatings. To calculate the lower
confidence limit, subtract the appropriate
inter-laboratory precision value from the
measured mean value for that parameter. To
calculate the upper confidence limit, add the
appropriate inter-laboratory precision value
to the measured mean value for that param-
eter. For Wv and Dc, use the lower confidence
limits; for Ww, use the upper confidence
limit. Because Ws is calculated, there is no
adjustment for this parameter.

13.0 Method Performance

13.1 Analytical Precision Statements. The
intra-and inter-laboratory precision state-
ments are given in Table 24–1 in Section 17.0.

14.0 Pollution Prevention [Reserved]

15.0 Waste Management. [Reserved]

16.0 References

Same as specified in Section 6.0, with the
addition of the following:

1. Standard Procedure for Collection of
Coating and Ink Samples for Analysis by
Reference Methods 24 and 24A. EPA–340/1–91–
010. U.S. Environmental Protection Agency,
Stationary Source Compliance Division,
Washington, D.C. September 1991.
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2. Standard Operating Procedure for Anal-
ysis of Coating and Ink Samples by Ref-
erence Methods 24 and 24A.

EPA–340/1–91–011. U.S. Environmental Pro-
tection Agency, Stationary Source Compli-
ance Division, Washington, D.C. September
1991.

3. Handbook of Hazardous Materials: Fire,
Safety, Health. Alliance of American Insur-
ers. Schaumberg, IL. 1983.

17.0 Tables, Diagrams, Flowcharts, and
Validation Data

TABLE 24–1.—ANALYTICAL PRECISION STATEMENTS

Intra-laboratory Inter-laboratory

Volatile matter content, Wv ........................................................... ± 0.015 Wv ............................ ± 0.047 W̄v

Water content, Ww ........................................................................ ± 0.029 W̄w ............................ ± 0.075 Ww

Density, Dc ..................................................................................... ± 0.001 kg/l ............................ ± 0.002 kg/l

METHOD 24A—DETERMINATION OF VOLATILE
MATTER CONTENT AND DENSITY OF PUBLICA-
TION ROTOGRAVURE INKS AND RELATED PUB-
LICATION ROTOGRAVURE COATINGS

1.0 Scope and Application

1.1 Analytes.

Analyte CAS No.

Volatile organic compounds
(VOC).

No CAS number assigned.

1.2 Applicability. This method is applica-
ble for the determination of the VOC content
and density of solvent-borne (solvent-reduc-
ible) publication rotogravure inks and re-
lated publication rotogravure coatings.

2.0 Summary of Method

2.1 Separate procedures are used to deter-
mine the VOC weight fraction and density of
the ink or related coating and the density of
the solvent in the ink or related coating. The
VOC weight fraction is determined by meas-
uring the weight loss of a known sample
quantity which has been heated for a speci-
fied length of time at a specified tempera-
ture. The density of both the ink or related
coating and solvent are measured by a stand-
ard procedure. From this information, the
VOC volume fraction is calculated.

3.0 Definitions [Reserved]

4.0 Interferences [Reserved]

5.0 Safety

5.1 Disclaimer. This method may involve
hazardous materials, operations, and equip-
ment. This test method does not purport to
address all of the safety problems associated
with its use. It is the responsibility of the
user of this test method to establish appro-
priate safety and health practices and to de-
termine the applicability of regulatory limi-
tations prior to performing this test method.

5.2 Hazardous Components. Some of the
compounds that may be contained in the
inks or related coatings analyzed by this

method may be irritating or corrosive to tis-
sues or may be toxic. Nearly all are fire haz-
ards. Appropriate precautions can be found
in reference documents, such as Reference 6
of Section 16.0.

6.0 Equipment and Supplies

The following equipment and supplies are
required for sample analysis:

6.1 Weighing Dishes. Aluminum foil, 58
mm (2.3 in.) in diameter by 18 mm (0.7 in.)
high, with a flat bottom. There must be at
least three weighing dishes per sample.

6.2 Disposable Syringe. 5 ml.
6.3 Analytical Balance. To measure to

within 0.1 mg.
6.4 Oven. Vacuum oven capable of main-

taining a temperature of 120 ± 2 °C (248 ± 4 °F)
and an absolute pressure of 510 ± 51 mm Hg
(20 ± 2 in. Hg) for 4 hours. Alternatively, a
forced draft oven capable of maintaining a
temperature of 120 ± 2 °C (248 ± 4 °F) for 24
hours.

6.5 The equipment and supplies specified
in ASTM D 1475–60, 80, or 90 (incorporated by
reference—see § 60.17).

7.0 Reagents and Standards

7.1 The reagents and standards specified
in ASTM D 1475–60, 80, or 90 are required.

8.0 Sample Collection, Preservation, Storage,
and Transport

8.1 Follow the sample collection, preser-
vation, storage, and transport procedures de-
scribed in Reference 4 of Section 16.0.

9.0 Quality Control [Reserved]

10.0 Calibration and Standardization
[Reserved]

11.0 Analytical Procedure

Additional guidance can be found in Ref-
erence 5 of Section 16.0.

11.1 VOC Weight Fraction. Shake or mix
the ink or related coating sample thoroughly
to assure that all the solids are completely
suspended. Label and weigh to the nearest 0.1
mg a weighing dish and record this weight
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